
RESIFA™ SUNSPERA™ Catalyst Supports for Organic

 

 RESIFA™ SUNSPERA™ H-Series:  Product Selection Guide

  H-31 H-51 H-121 H-201

Mean particle size µm 3 5 12 20

Specific surface area m2/g 800 800 800 800

Pore volume mL/g 0.9 0.9 0.9 0.9

Pore diameter nm 4.5 4.5 4.5 4.5

Oil absorption mL/100g 150 150 150 150

 

 

RESIFA™ SUNSPERA™ D-Series:  Product Selection Guide

  D-50-60A D-100-60A D-150-60A

Mean particle size µm 50 100 150

Specific surface area m2/g 700 700 700

Pore volume mL/g 1.15 1.15 1.15

Pore diameter nm 6.5 6.5 6.5

Oil absorption mL/100g - - -

 RESIFA™ and SUNSPERA™ are registered trademarks of AGC Inc.

 




